
Maggie Terry
Legal Label Inc.
4 Whites Bridge Rd
Suite #275
Windham, Maine 04062
United States

mterry@legallabel.com
licensing@legallabel.com

Normal (8-10 Days)
Arrival Date: 18 May 2023
Report Date: 22 May 2023

Sample Type: Mattress
Shipped By: UPS 1Z40X9750344623505
Label: Provided Label: COCONUT FIBER PAD ... 71%

NATURAL TREE LATEX FOAM RUBBERPAD ... 24%
POLYESTER FIBER BATTING ... 4%
SPANDEX FIBER ... 1%

Sample Identification: URN RI 16555 (CA) - Enriquez
Mattress

Product Size: 28 x 53 in.

Test Report
URN RI 16555 (CA) - Enriquez Mattress

IDFL # 23-485822
Legal Label Inc.

22 May 2023

This analysis represents (within normal testing variances) the test results from the sample(s) submitted. The analysis may not represent the entire lot, batch or
production run. In no event shall IDFL be responsible or liable for any direct, indirect, punitive, incidental, special, or consequential damages whatsoever arising
out of or connected with the use of, misuse of, or reliance upon such results or analysis. This test report is subject to the Terms and Conditions found at
www.idfl.com.
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State of Ohio Filling Inspection / Preparation

Fiber Analysis: Quantitative AATCC 20A 2014

Fill Type (1) Coconut Fiber Pad

Fill Type (2) Rubber Pad

Fill Type (3) Fiber Batting

 

Fill Type (1) Coconut Fiber Pad % of Total Filling Wt.
Fiber Analysis: Coconut Fibers 75.7%

Filling or Used as Structure? Filling   

Location of Filling / Type in product Body   

Detailed Location: Center Piece   

         

Fill Type (2) Rubber Pad % of Total Filling Wt.
Fiber Analysis: Rubber/natural latex 18.7%

Filling or Used as Structure? Filling   

Location of Filling / Type in product Body   

Detailed Location: On top of the Coconut fiber pad   

         

Fill Type (3) Fiber Batting % of Total Filling Wt.
Fiber Analysis: Polyester

Rayon / Viscose
5.6%

Filling or Used as Structure? Filling   

Location of Filling / Type in product Body   

Detailed Location: Under shell fabric   

 

Other 100.0%  

Comments: Coconut Fibers  

Other 100.0%  

Comments: Rubber/natural latex  

polyester 26.8%  

rayon / viscose 73.2%  
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